TEST REPORT

Reference No, _ Date : Nov. 28, 2022 Page No.: 1 of 8

Client : Wartmann
Address Minosstraat 5, 5048 CK, Tilburg, the Metherlands

Client code in MIS  WANNL

The following merchandise was (ware) submitted and identified by the client as:
Mame of Product : Air Fryer

Test Model : Whi-2203 AF
Model May Cover ;. /

Main Malerial; f

Supplier: /

Buyer: !
Manufaciurer; Warimann

Reference Mo. :
sample Received | Moy, 22, 2022

Test Penod : Nov. 22, 2022 - Nov, 25, 2022

Test Specification and Conclusion:

1. PFAS content according to Chent's Reguirement PASS

2. PTFE Identification See Result

Prepared By : I."l/ﬁ W’I Reviewed By : S Wr"f.'?fh
T

Testing Engineer Reporter Supervisor
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TEST RESULTS:

1. PFAS Content
Test Method: Analysis was perfformed by GC-MS.

" TestResult(s) |  Client's
Tast ltem(s) CAS No. {w':lg?:g} {mg/kg) Requirement
1% 2% (ma/kg)
Perflucrobutanaic acid (PFBA) a75-22-4 0.1 N.D. N.D. -
Perflupropentanoic acid(PFPea) 2T06-00-3 0.1 M.D. M.D. -—
Perfluorchexanoic acid(PFHxA) 307-24-4 0.1 N.D. N.D. "
Parfluaroheptanoic acid{PFHpA) 375-85-9 0.1 MO, MN.O. -
Parfiuorooctanalc acid(PFOA) | 335-67-1 (i M.O. MO —_—
Perflucrononanoic acidiPFNA) 375951 0.1 N.D. N.D. -
Perfluoredecancic acid{FFDA) 335-T6-2 0.1 N.D. M.D -
Pefluoroundecanoic acid(PFURA) 2058-84-8 0.1 N.D. M.D. -
Perflucredodecancic acid(PFDoA) | 307-55-1 0.1 N.D. N.D. -
Perfiucrofridecancic acid{PFTrDA) 72620-04-8 0.1 N.D. N.D. -
Perfluorotetradecangic acid{PFTA) a76-08-7 0.1 N.D. MWD, .
Parfluorobutanesulfonic acid(PFBS) 375-Ta5 a1 M.D. MN.D. -
Perflusrohexanesulfonic acidiPFHxS) 355-46-4 0.1 M.D. MN.D. -—
Perfleoroheptanesulfonic acid{PFHpS) 375028 0.1 M.D. M.D. sms
Perfluorpoctanesulfonic acid(PFOS) 1763-23-1 0.1 N.D. N.D. i
Peflusrodecanesulfonic acd{PFDS) | 335-77-3 3.1 M.D, M.O. -
P"ﬁ"t’m?;t:;ﬁh"amm 754-91-6 0.1 ND. | ND. 3
M-Meth uorooctanesulfonamide
ﬂp&THMEF osA) 31506-312-8 0.1 M.D. N.D. -
N-Ethylperﬂm;ﬁ;;sulfmami:ﬁe 4151-50.2 0.1 N.D. N.D. s
N Mm""’;:;;ﬁ;;”;mm'm 2448087 | 0 ND. | ND ==
N Em“wﬂ::m“g;;;“;“m'd“m 1691-89-2 0.1 ND. | M.D. s
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Test Result{s) Client's
MDL (mafkg)
Test ltem(s) CAS No. (mgikg) Requirament
1# 28 (mgfkg)
6:2 fluorotelomersulfonic acid
(6:2 FTS) 27619-97-2 0.1 N.D. N.D. P
2H,2H,3H 3H-Pedlucroundecanoic
acid(dHPFURA) 24598-33-9 0.1 N.D. N.D. e
Perflusro-3-7-dimethyl octane
carboxylate(PF-3.7-DMOA} 172155-07-8 0.1 N.D. MN.D. e
TH-Dodecafluoro heptane
carboxylate(HPFHpA) 1546-95-8 0.1 N.D. N.D. -
2H.2H- Perfluoro decane
carboxylate(H2PFDA) 27854-31-5 0.1 N.D. N.D. i
1H,1H,2H,2H-Perflucrooctyl
acrylate(8:2 FTA) 17527-29-6 0.1 N.D. N.D. e
1H,1H,2H,2H-Heptadecafluorodecyl
acrylate(8:2 FTA) 27905-45-9 0.1 N.D. N.D. .
s S 17741-60-5 0.1 N.D. M.D. i
FTA)
1H,1H 2H,2H-Perflucrohexan-1-ol
(4:2 FTOH) 2043-47-2 0.1 M.D. N.D. -
1H,1H,2H,2H-PERFLUORO-1-0OCTA
NOL(6:2 FTOH) 647427 0.1 N.D. N.D. —
1H,1H,.2H,2H-Perflucro-1-decanol
(8:2 FTOH) 678-39-7 0.1 N.D. N.D. -
1.1.2,2-Tetrahydroperflucro
dodecanol(10:2 FTOH) R O3 ND. | ND. =
2-(Perflucrobutyl jathy|
methacrylate(4:2 FTMA) 1799844 | 01 | ND. | ND.
2-{Pedlucrahexyl athyl
methacrylate(6:2 FTMA) 2144-53-8 0.1 N.D. N.D. -
2-(Perflucrooctyl jethyl
A D. .D. —
methacrylate(8:2 FTMA) 1996-88-9 0 N.D N.D
METHYL PERFLUCROQCTANOATE
ETHYL PERFLUOROOCTAMNOATE
(ELPFOA) 3108-24-5 0.1 N.D. N.D. -
PFAS Content - - N.D. N.D. Absent
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2. PTFE Identification
Test Method: With reference to GBT 6040-2019, the sample wasdetected in FT-IK, and the specira was
compared with the infrared spactra of the known substances,

Fwardenis) ‘ Test Result(s)

I 18 2%
PTFE Identification | Negative Negative
Mote: Negative = Not detected. .

Spectrogram:

The spacira of sample 1%

Feasmet To be continued ==+
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The spectra of sample 2#

et To be continued ==
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Mote: 1}  MDL = Method Detection Limit.
2}  N.D.= Not detected, less than MDL.

Test Part Description:

1# Black ceating
2% Black coating

SAMPLE PHOTOS
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